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Introduction 

The performance requirements of copper-clad laminates and printed 
wiring boards are driven by advances in integrated circuit technology and 
by the resultant miniaturization of components. The trends in this 
technology have resulted in sophisticated multilayer versions of the basic 
laminate structure. Some examples of high density printed wiring 
multilayer boards (PWMLBs) are shown in Figure 1. 

Figure 1. High-density printed wiring multilayer boards. 

The most recent impetus for performance improvement stems from the 
desirability for the surface mounting of components, from the electrical 
and thermal constraints imposed by high density component assembly, and by 
high-speed circuit design. These advances make it imperative that we 
construct PWMLBs with predictable and consistent properties in order to 
meet performance needs. 

Recent experience' in using advanced, thermally stabilized 
multilayer substrates for high density assemblies shows that they are 
susceptible t o  premature failure due to the microcracking of the 
interconnecting conductive traces, including both the inner layer foil and 
the plated-through-hole (PTH). In some cases, fracture is initiated by a 
thermal stress, and the microcrack propagates during thermal cycling. In 
other cases, failure occurs by a tensile over-stress or by creep-rupture. 
For either failure mechanism, the result is an open circuit condition and 
the loss of a completed, and usually expensive, FWMLB. 
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Shown in Figure 2 are the three usual locations where microcracking 
will occur, namely, at the PTH corner, in the PTH barrel, and at an inner 
layer. Examples of these fractures taken from PTH microstructures are 
shown in Figure 3.  Fractures such as those shown here are caused by an 
excessive tensile stress during thermal shock, by creep-rupture due to a 
sustained thermal stress or by fatigue during thermal cycling. The 
fracture surfaces are typically those of brittle materials, i.e., little 
or no evidence of plastic deformation. 

Whether or not fracture actually occurs in a given PWMLB appears to 
be dependent on three factors: (1) a 2-direction thermal stress of 
sufficient magnitude to initiate fracture, (2) design- or process-induced 
stress risers, and ( 3 )  the presence of electrolytic copper with low hot 
strength. To date, most of the attention with regard to microcracking has 
been given the first two. In this paper we describe a modified rupture 
pressure testing procedure by which the mechanical properties of copper 
conductors in PWMLBs can be quantified with respect to strength and 
ductility at elevated temperatures. Since this information is obtained 
before the copper is used in a PWMLB, it can be used to prevent the use of 
a grade of electrolytic copper that is susceptible to premature thermal 
stress failure. In addition to eliminating failure under some conditions, 
this approach provides some latitude with regard to the handling of the 
other two factors that are mentioned as contributors to microcracking. 

Type of Interconnecting Haterial 

A printed wiring board (PWB) is the primary method used in the 
electronics industry for the interconnection of circuits. A large share of 
the PWBs in use are produced by the fabrication of copper-clad laminates 
from which the copper is selectively removed by a photolithographic 
process to define a circuit interconnection pattern. Most of the copper 
used as conductor traces is supplied to laminators by a relatively small 
number of producers who make it in foil form by electrolytic deposition. 
The laminator then applies this foil to a dielectric substrate for 
subsequent sale to the PWB fabricator. 

When the user of the laminates completes the fabrication of a 
multilayer printed wiring board, the circuit traces on each of the 
individual layers are interconnected by a plated-through-hole (PTH) 
process. Therefore, all of the conductors on a structure such as this are 
made of electrolytic copper, the surface and inner layers being done by an 
outside source, and the PTH deposition being done by an in-house plating 
operation. In this paper, either of these conductors will be referred to 
as Type E copper. The industry standard for Type E copper foil is IPC-CF- 
150 (Institute for Interconnecting and Packaging Electronic Circuits), and 
in this standard are documented the various classes of foil according to 
their mechanical-physical properties. The classes that are of most 
interest for our purpose, are Type E, Class 1; Type E, Class 3; and Type 
W, Class 7 .  They are, respectively: electrolytic, ordinary quality; 
electrolytic, high-temperature ductile; and rolled, annealed. 

It should be noted that rolled foil (Type W, Class 7 in the above- 
mentioned standard) is also used on PWB laminates. For a number of 
reasons, its use is limited mostly to special applications such as 
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Figure 2. Section view of a PW multilayer board. 

Figure 3. PWMLB plated-through-hole microstructures. 
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flexible circuits where consistently high ductility is essential. 
Obviously, Type W copper is not viable for PTH use, so in the case of 
multilayer circuits where rolled foil is used for inner layers, the PTH 
interconnections are still electrolytically deposited (Type E). At any 
rate, since Type W, Class 7 is a product of a totally different process, 
it makes a very good baseline for comparing metallurgical characteristics 
with the Type E classes. 

Without too much difficulty, foil samples can also be obtained from 
an in-house PTH operation, in which case any of the procedures, standards, 
etc. developed for the commercial foils will apply to them so long as care 
is taken to avoid the introduction of plating artifacts that might 
influence the properties of the samples. This allows any of the controls 
that are used for commercial foil to be used for PTH copper, with the 
objective of gaining in-house PTH process control by this means. 

The Control of Hicrocracking in Type E Copper 

A s  had been mentioned earlier, the microcracking of copper 
interconnections has been found3 to occur in high density PWMLBs 
regardless of the technology that is used in board fabrication. That is, 
cracks occur in inner layers or in the PTH barrel when any of the most 
advanced types of PWMLB structures are thermally stressed. There is 
evidence4 that the stresses that cause microcracking are generated by the 
Z-direction (through-the-thickness) thermal expansion of the substrate 
material. The problem is that, when this thermal stress is applied to a 
Type E, Class 1 grade of copper, fracture without deformation will occur 
at low stress levels. The cracking phenomenon is thought’ to arise from 
the combination of a thermal stress together with a copper plate in which 
grain boundary strength has been degraded. Further, this degradation is 
thought to be due to the presence of co-deposited impurities (esp. 
organics) that cause easy grain boundary separation at elevated 
temperatures. Some evidence of the lack of hot ductility in Class I copper 
can be seen from a comparison of the fracture surfaces of the foil samples 
in the scanning electron micrographs shown in Figure 4. In this case, the 
Type W, Class 7 material shows extensive shear and elongation in both the 
RT and the elevated temperature fractures. Although not as pronounced, the 
Type E, Class 3 material also exhibits a shear component at either test 
temperature. For Type E, Class 1 foil, the RT fracture shows slight 
deformation while the 550°F fracture is brittle. 

When the ductile Class 3 and the brittle Class 1 foils are examined 
by metallographic sectioning, a similar comparison can be made, as is 
shown in Figure 5. The microstructure near the fracture exibits 
considerable elongation in the ductile foil and no elongation in the 
brittle material. This is an important distinction between the Class 1 and 
Class 3 types of material, and it is this difference that we must be able 
to detect if quality control is to be effective. 

This also implies that Type E, Class 1 copper foil (or its PTH 
copper equivalent deposit) should not be used in PWMLBs where a 2- 
direction thermal stress is likely to be applied. When this condition 
exists, Type E, Class 3 (or its PTH equivalent) should be used. For foil, 
its quality can be controlled by proper procurement policy, and for a 
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Figure 4 .  Copper f o i l  rupture fracture surfaces.  
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plated-through-hole, quality can be maintained through the use of process 
controls that prevent the contamination of copper deposits, e.g., in a 
PWMLB PTH operation. One effective procedure for plating bath analysis 
resulted from the recent practical development of cyclic voltametry6, and 
this technique is now available to the industry. However, along with a 
capability for monitoring the condition of the plating solution, there is 
a need for determining and monitoring the elevated temperature mechanical 
properties of the resultant deposit. Control over these properties can 
provide control of the microcracking phenomenon. In this paper, we suggest 
a test method for this purpose. 

Figure 5. 550°F rupture microsections. Top: type E, class 1, brittle 
fracture; bottom: type E, class 3 ,  ductile fracture 800x0. 

Hot Rupture Testing 

A procedure for the bulge testing of samples of electrolytic foil 
is described in some detail by Prater7,8 and Read as a result of their 
pioneering work in this area of technology. This contribution was followed 
by Lamb and co-workersg who determined the mechanical properties, 
including rupture pressure, of Type E copper as deposited from the 
commonly available copper plating solutions. More broadly, the Mullen 
hydraulic bulge test, or some adaptation of it, is widely used''-'' for 
determining the stress-strain properties of sheet metals for the control 
of forming characteristics. 

Rupture testing is uncomplicated, with no special requirement for 
sample preparation when testing thin sheets or foils. However, as our 
previous discussion indicates, determining the important properties for 
Type E copper in PWMLBs depends on having an elevated temperature testing 
capability that is not available on hydraulic machines. To overcome this 
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limit, a new method was established around the use of pneumatic pressure. 
Figure 6 shows, in block form, our procedure for determining mechanical 
properties by rupture testing. By this process, the effect of either a 
dynamic or a static pressure can be determined at any temperature up to 
550'F which is the highest processing, test or use temperature encountered 
by most PWMLBs. 

EXTENSOMETER 

SAMPLE - 14 
ELAPSED 
TIME 

SENSOR 

TEMPERATURE 
-, t.c. . CONTROLLER . 

HEATED PLATEN POWER INDICATOR 

I 

SOURCE 

RUPTUR E PR ESSU R E 
RATE CONTROL I PRESSURE 

PR ESSU R E 

Figure 6 .  Procedure for the hot rupture testing of foil. 

Dynamic Rupture Test. In this test, a constant loading rate of 1 
psig/sec is applied to the test piece while it is held at a constant test 
temperature. Measurements are made for bulge height at 10 psig intervals. 
The bulge height at rupture and the rupture pressure for each test 
temperature are recorded. Since this test yields data points for pressure, 
bulge height and temperature, any combination of these variables can be 
used for an evaluation of material properties. However, for quality 
control purposes, a valid comparison between foil types is most easily 
obtained by a plot of rupture pressure versus test temperature. 
data, a measure of mechanical strength and ductility can be obtained. 

From these 

When a pressure is applied to the foil, the foil deforms under 

measured values for rupture pressure and bulge height, 
balanced biaxial tension, and this deformation continues until fracture 
occurs. From the 
from the geometry of an axisymmetrical bulge [l], and from membrane stress 
and strain relationships [ 2 ]  for thin walled pressure vessels, we can make 
comparisons with values obtained from a uniaxial tensile test, as follows: 
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where R is the radius of curvature, r is the radius of the aperture, and h 
is the height of the bulge. Then, we can obtain tensile strength from: 

where TS is the nominal tensile strength, P is the rupture pressure, R is 
the radius of curvature and t is the original thickness. These 
mathematical relationships are more fully developed in the literaturef2-'' 
where it is shown that obtaining true stress, true strain, nominal strain, 
ductility, and elongation values from bulge rupture tests can be achieved 
by taking into account the basic differences between the tensile test and 
the rupture test. However, this degree of detail is probably not necessary 
for effective use of the rupture test for quality control purposes. 

Creep-Rupture Test. This procedure differs from the dynamic approach 
only in that a pre-set, constant pressure is applied and an up-counting 
timer is used for the measurement of the delayed-fracture time at constant 
pressure. Otherwise, the test equipment is identical. In either case, the 
assembly is designed such that tests can be made at any temperature 
between RT and 550°F, and at any pressure up to 80 psig. To allow the 
testing to be done on the same pressure scale, the cover plate aperture is 
variable for accommodating 1 /2  ounce o r  1 ounce foils. 

Creep-rupture properties are obtained by the application of a 
constant pressure at constant temperature. Measurement is made for the 
time-to-rupture at each test pressure, and a plot of rupture pressure versus 
time at any test temperature will distinguish between the different types 
of copper. Typically, the nearer to the rupture pressure that the test 
pressure is set, and the higher the test temperature, the shorter is the 
time to fracture. Also, there is a distinctive difference in the delayed 
fracture characteristics of the various types and classes of foil and this 
allows their segregation according to rupture quality. 

Hechanical Testing of Foil. Shown in Figure 7 is the mechanical set- 
up for the testing of 1/2 ounce and 1 ounce copper foil. For this test, 
sample pieces are cut into 4 X 4 inch squares. Nine test pieces are needed 
per lot, with three being used at each of three test temperatures (RT, 
350, and 550OF) for a measure of dynamic rupture properties. For 
determining delayed-fracture characteristics, at least six test pieces are 
needed per lot, with three being used at each of two test pressures and 
one test temperature (350OF). As is true of the dynamic version, this test 
can be conducted over a much broader set of pressure, temperature or time 
test conditions if so desired. 

From its flat initial condition, the resultant test piece takes on a 
hemispherical shape due to the applied pressure. The radius of curvature 
and the height of the bulge vary, of course, from sample to sample as can 
be seen from the collection of tested pieces shown in Figure 8. 
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Figure 7 .  Foil rupture tes t ing  machine. 

Figure 8.  Typical rupture t e s t  samples: 10 cm square, aperture 2. 
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Setting Quality Control Standards - Dynamic Rupture 

Numerous tests were made on 1/2 ounce and 1 ounce Type E and Type W 
copper foils. Commercial material representing foil production from the 
major foil suppliers was used to establish plots of rupture pressure versus 
test temperature for each type of foil at the two thickness levels. In an 
iterative process, the initial plots were used to classify larger numbers 
of foil and these results were then used further to refine the standards. 
Following this procedure, standard plots were developed and now exist for 
Type E, Class 1; Type E, Class 3;  and Type W, Class 7 foils. 

Figure 9 shows the effect of test temperature on the rupture 
pressure of 1 ounce Type E, Class 1 copper foil. Under these test 
conditions, the average rupture pressure at the solder-float temperature 
(550OF) is about 40% of that at room temperature. Of even more concern are 
the lowest rupture values, which have ranged down to 6 psig when the foil 
is stressed at the highest test temperature. 
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RT 150, 250, 350. 450. 550. 
0' 

T e m p e r a t u r e  F 

Figure 9 .  P versus T standard, type E, class 1, copper (1  02) .  

This set of curves then are those that represent copper foil that 
is of Type E, Class 1 quality. 

Figure 10 shows the effect of test temperature on the rupture 
pressure of 1 ounce Type E, Class 3 copper foil, and Figure 11 shows the 
results for Type W, Class 7 foil. These results show that the average 
rupture pressure at 550'F is over 60% of that at RT for these foils. 
Better yet, they maintain rupture strengths of over 35 psig at solder 
float temperatures, a significant improvement over Class 1 foil. The other 
observation worth mentioning is that the Class 1 foil properties extend 
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into the Class 3 and Class 7 property range at RT, so the elevated 
temperature tests will provide a more positive indication of the correct 
foil classification. In other words, RT testing is probably not sufficient 
for proper foil characterization. 
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Figure 10. P versus T standard, type E, class 3 copper (1 0 2 ) .  
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Figure 11. P versus T standard, type W, class 7 copper (1 02). 
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Foil Characterization. Other than for material characteristics, 
rupture test results are influenced most by strain rate, by creep and by 
sample thickness. Shown in Figure 12 is the effect of strain rate for 
rolled, annealed foil. Figure 13 shows the effect of thickness for the 
various types of foils when a room temperature test is done at a strain 
rate of 1 psig/second. 
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Figure 12. Effect of strain rate, type W, class 7 foil. 
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Figure 13. Effect of foil thickness, RT test, A2 Ty E and Ty W foils. 
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The standards that have been established for these three foils can 
now be used for the classification of foils from new lots of material, and 
this grading can be done before the new foil is laminated or used in PWMLB 
fabrication. The rupture properties for several different types and 
classes of foil are shown in Figure 14 where rupture pressure is plotted 
against the test temperature. These rupture-strength data were taken for 1 
ounce foil that was obtained from commercial suppliers of electrolytic and 
rolled copper foil. As expected, when the different types and classes of 
foils are categorized by their comparison against the set of standard 
plots, each falls into the classifications which had been developed 
earlier. 

ioo 90 i 

TEMPERATURE F 

Figure 14. Rupture pressure versus temperature, Yates, Gould, and Hitachi 
foils (1 0 2 ) .  

PTH Copper.Characterization. As part of the classification process, 
foil samples from in-house PTH operations at several PWMLB facilities were 
made and tested. These samples represented copper deposits from the common 
plating solutions, including, sulfate, pyrophosphate and cyanide. When 
used in conjunction with the standards for the commercial foils, the PTH 
copper can be graded as being the equivalent of either the Class 1 or the 
Class 3 foil. In this way, PTH samples can be used to monitor the 
condition of the PWMLB plating process, i.e., through a determination of 
the mechanical properties at different times during the life of the 
plating bath. 

As opposed to commercial foil, samples for the testing of PTH 
deposits must be obtained from the plating solution that is of interest. 
The objective is to make foil samples that can be used for the purpose of 
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determining the PTH equivalent of foil properties. This will enable us to 
use the same standards for PTH deposits as were used for commercial foil. 
Shown in Figure 15 is the panel-loading end of an automated PWMLB plating 
operation. To make foil test pieces, a polished stainless-steel panel is 
loaded in the rack in preparation for copper plating. The panel will pass 
through this plating line where it will be coated with either 1/2 ounce or 
1 ounce of copper. Although plating conditions for a large, flat panel are 
not exactly like those in the local region of a PTH, the resultant deposit 
should be somewhat representative of the copper that would be deposited on 
a PWMLB. At the very least, foil made in this way'provides a means for 
tracking the condition of a plating bath through the use of mechanical 
tests on the deposit, an approach that is commonly used for making tensile 
tests on plated deposits. Figure 16 shows how the plated copper is taken 
off the panel for testing. Once in foil form, the sample sheet can be 
sheared into 4 X 4 inch test pieces, to be tested for rupture strength in 
the same way that was previously described for the commercial foils. 
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Figure 15. PTH foil panel. Figure 16. PTH foil sample. 

In this manner, test pieces were made from a PWMLB production plating line 
that uses acid copper sulfate plating chemicals. The initial bath 
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make-up, with regard to composition, additives, etc. was done according to 
the supplier's recommendations. A series of PTH foils were taken from this 
plating operation over a period of eight months, and the foil was tested 
for rupture properties by using the procedure described earlier. Shown in ' 

Figure 17 are the results of these tests. 
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Figure 17. P versus T PTH Cu, acid copper (1 O Z ) .  

The easiest way to examine and t o  interpret these data is to overlay onto 
this set of curves the standard plots for Class 1 and Class 3 foil. When this 
is done, it can be seen that the May 85 PTH foil is in the average Class 1 
category. The November 1985 PTH foil is just above Class 1 and into the lower 
level of the Class 3 quality range. The December 1985 and the January 1986 
PTH foil materials are both well into the Class 3 quality range. 

is an acid copper sulfate solution. I t  should also be mentioned that the 
bath had been set up, in May 1985, to the supplier's recommendations. The 
PWMLB product from this plating line, at that time, exhibited PTH corner 
cracks in 50% of the boards. By November 1985, the plating bath was operating 
with modified quantities of additives, especially organic brighteners. This 
change is reflected in the improved rupture properties of the test pieces 
as well as in the total elimination of PTH corner cracks. 

We mentioned that the plating bath represented by these foil samples 

Quality Control by Creep-Rupture Testing 

When a foil test piece is held at constant pressure and constant 
temperature, rupture occurs due to creep. A measure of time-to-fracture 
provides an indication of the creep-rupture resistance of the material 
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under test, and this characteristic varies according to the type of foil 
that is being tested. Using the static pressure test method, an evaluation 
was made of 15 lots of 112 ounce commercial foil. Shown in Figure 18 are 
the results as compiled for 10 lots of Type E, Class 1 foil. 
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Figure 18. Effect of temperature on time-to-rupture at constant pressure, 
type E ,  class 1 foil; 1 / 2  0 2 .  

These test results show that the time-to-rupture increases with 
decreasing pressure and that the creep-rupture pressure decreases with 
increasing temperature. More importantly, for Class 1 foil, rupture will 
occur in less than 10 seconds at pressure levels of from 12 to 25 psig 
when the foil is stressed at temperatures above 350°F. This implies that 
Type E, Class 1 inner layer or PTH interconnections could be damaged 
during solder-float testing where the requirement is for a 10 second 
exposure at 550'F. Also, thermal cycling, soldering o r  solder repair could 
cause fracture with some very moderate Z-direction stresses. 

Static rupture tests were made on material from 5 lots of 112 ounce 
Type E, Class 3 foil. The results are shown in Figure 19 where it can be 
seen that the same trends are present with the Class 3 material as were 
noted with the Class 1 foil. An important difference is that the Class 3 
foil has much better creep-rupture strength at any test temperature, e.g., 
relatively high pressures are needed in order to cause fracture in times 
under 10 seconds. This difference in delayed-fracture characteristics 
makes it possible to distinguish a quality difference between the two 
classes of foil through the use of the static rupture test method. 
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Another phenomenon which is peculiar to Type E, Class 3 material is 
evident upon examination of the 550°F test results. Since early creep- 
rupture does not occur, the foil is annealed during the test cycle. This 
improves the rupture properties of the foil, as would an anneal before the 
rupture test. This does not happen with Class 1 foil during the 550'F test. 
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Figure 19. Effect of temperature on time-to-rupture at constant pressure, 
type E, class 3 foil; 1/2 O Z .  

Summary and Conclusions 

PWMLB structures for high-speed, high-density circuits are prone to 
failure due to the microcracking of electrolytic copper interconnections. 
The failure can occur in the foil that makes up the inner layer traces or 
in the PTH deposit that forms the layer-to-layer interconnections. 

In this paper, we show that there are some distinctive differences in 
the quality of Type E copper and that these differences can be detected 
before its use in a PWMLB. We suggest that the strength of some Type E 
copper can be very low when the material is hot and that it is the use of 
this poor quality material in a PWMLB that results in PTH and inner-layer 
microcracking. 

Since the PWMLB failures in question are induced by a thermal stress, 
and since the poorer grades of Type E materials used in these structures 
are susceptible to premature failure under thermal stress, we propose the 
use of elevated temperature rupture and creep-rupture testing as a means 
for screening copper foil (o r  its PTH equivalent) in order to eliminate 
the problem of Type E copper microcracking in advanced PWMLBs. 
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HETERODYNE HOLOGRAPHIC INTERFEROMETRY: 
HIGH-RESOLUTION RANGING AND DISPLACEMENT MEASUREMENT 

James W. Wagner 
The Johns Hopkins Un ive r s i ty  

Center  €or  Nondestructive EvalGation 
Baltimore, Maryland 

Heterodyne holographic  in t e r f e romet ry  ("1) provides  a means t o  map out-of-plane 

t h e  o rde r  of Angstroms. To ga in  an understanding of how t h i s  is done, t h r e e  types  of 
ho lographic  in t e r f e romet ry  w i l l  be considered - classical  (homodyne) in t e r f e romet ry ,  
quasi-heterodyne in t e r f e romet ry ,  and f i n a l l y  heterodyne in t e r f e romet ry .  Note t h a t  
each success ive  type  r e p r e s e n t s  an improvement, n o t  on ly  i n  r e s o l u t i o n ,  b u t  a l s o  i n  
t h e  dynamic range of t h e  measurement. 

I displacements  and s u r f a c e  contours  i n  f u l l  f i e l d  wi th  an out-of-plane r e s o l u t i o n  on 

I 

Holographic Interferometry I 

I 

Noncontact measurement o f  out-of-plane 
displacements over a range  from: 
125nm - 25um (homodyne) 

0 t25nm - 25um (quasi-heterodyne) 

0.125nm - 25um (heterodyne) 



Rela t ive ly  few a p p l i c a t i o n s  of H I ,  Q-HHI,  or H H I  i n  e l e c t r o n i c s  packaging or 
assembly are documented i n  the  open l i t e r a t u r e .  However, Q-HHI and H H I  are rela- 
t i v e l y  new techniques whose full p o t e n t i a l s  have y e t  t o  be r e a l i z e d .  

Applications in Electronics 
(documented) 

Thermul-Mechunicul Strain Anulysis of 
PIuted Through Holes in Multilayer 
Printed Circuit Boards 

+, Stress Anulysis of Surface Mount 
Solder Connections 

Leak Detection und Meusurement 
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This  l i s t  of p o t e n t i a l  a p p l i c a t i o n s  comes from a g r e a t e r  f a m i l i a r i t y  wi th  holo- 
graphic  measurement technology than wi th  e l e c t r o n i c  packaging and assembly. Note 
t h a t  s i n c e  t h e s e  techniques a c t u a l l y  measure o p t i c a l  pa th  l e n g t h  d i f f e r e n c e s ,  they 
could be a p p l i e d  t o  measure nonuni formi t ies  i n  the  composition o r  stress d i s t r i b u t i o n  
of o p t i c a l l y  t r a n s p a r e n t  materials ( inc luding  s i l i c o n  i n  t h e  i n f r a r e d ) .  

Other Applications 

Warp and Flutness Measurements 

Vibration Anulysis 

Uniformity of Properties of Muterials 
for lntegruted Optics 

Full Field Ultrasonic Detection for 
Debond und Composite Delamination 

115 



Classical  homodyne holographic  record ings  are made u s i n g  a h igh- reso lu t ion  
photographic  emulsion exposed t o  t h e  i n t e r f e r e n c e  of a modulated o b j e c t  beam w i t h  a 
r e fe rence  o p t i c a l  beam. The f i n e  i n t e r f e r e n c e  pat tern which is recorded may be used 
as a complex d i f f r a c t i o n  g r a t i n g  t o  r e c o n s t r u c t  t h e  o b j e c t  wavefront  by i l l u m i n a t i o n  
of t he  hologram w i t h  t h e  r e fe rence  beam. 
exposed so t h a t  a s i n g l e  r econs t ruc t ing  r e fe rence  beam w i l l  r e c o n s t r u c t  two object 
wavefronts .  Differences between t h e  two o b j e c t s  w i l l  then r e s u l t  i n  i n t e r f e r e n c e  
f r i n g e s  superimposed on t h e  viewed image. 
stresses appl ied  between exposures .  A l t e r n a t i v e l y ,  one may use  o p t i c a l  " t r i c k s "  to  
create an e f f e c t i v e  s u r f a c e  displacement  p ropor t iona l  t o  t h e  contour  o r  t h e  s u r f a c e .  

Such holographic  plates may be doubly 

O b j e c t  d i f f e r e n c e s  may be imposed by 

H omodyne Con st ruct ion 

REFERENCE 
BEAM 

HOLOGRAM 



One " t r i c k "  f o r  ob ta in ing  contour  interferograms is t o  p l ace  the o b j e c t  to  be 
contoured i n  a chamber f i l l e d  wi th  a f l u i d  of known r e f r a c t i v e  index. Viewing the  
o b j e c t  through an o p t i c a l l y  f l a t  window, an i n i t i a l  holographic  recording is made. 
P r i o r  t o  the  second exposure,  t he  f l u i d  i n  the chamber is changed t o  one wi th  a d i f -  
f e r e n t  r e f r a c t i v e  index. Upon recons t ruc t ion ,  t h e  holographic  i n t e r f e r e n c e  p a t t e r n  
provides  a contour  map of the  object surface.  

In  p r a c t i c e ,  w e  have used a i r  as t h e  r e f r a c t i v e  f l u i d  i n  t h e  t es t  chamber. Its 
index is  e a s i l y  changed simply by changing the  p re s su re  wi th in  t h e  chamber. 

BEAM 
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This  d isp lay  and the  a s soc ia t ed  equat ion are keys t o  understanding t h e  s t r e n g t h  
and shortcomings of holographic  measurement techniques.  The d i s p l a y  is  t r a c e d  f r o m  
an a c t u a l  holographic contour interferogram. The contour  of t h i s  object is  somewhat 
l i k e  t h a t  of a spoon wi th  i ts  deepes t  p o i n t  t o  t h e  r i g h t  of t h e  p i c t u r e .  To i n t e r -  
p r e t  t h i s  homodyne in te r fe rogram,  one could simply count  t h e  i n t e r f e r e n c e  f r i n g e s .  
Obviously t h e  reso lu t ion  obtained by count ing would be r a t h e r  poor - perhaps h a l f  of 
a f r i n g e ,  corresponding t o  an o p t i c a l  pa th  l eng th  d i f€e rence  measurement r e s o l u t i o n  
of one q u a r t e r  of the o p t i c a l  wavelength (about  .125 pin). 

The ac tua l  image i n t e n s i t y  as shown i n  t h e  p l o t  and expressed i n  t h e  equat ion t o  
the  r i g h t  is a continuous func t ion  of t he  s u r f a c e  displacement ,  D. Unfortunately,  
t h e  i n t e n s i t y  pa t t e rn  is a l s o  a func t ion  of t h e  average image i n t e n s i t y  (wi thout  
f r i n g e s )  and t h e  i n t e r f e r o m e t r i c  f r i n g e  c o n t r a s t .  Thus t h e  homodyne in te r fe rogram 
i n t e n s i t y  a t  any p o i n t  may be represented  as  an equat ion i n  t h r e e  unknuwns where t h e  
d e s i r e d  va r i ab le ,  D, cannot y e t  be solved f o r  d i r e c t l y .  

I = I,[ 1 +C sin (ZkD)] 

I = Measured Intensity 
Io= Image Intensity 
C = Fringe Contrast 
D = Displacemerit 

POSITION 

Homodyne Display 
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Q-HHI and H H I  offer two means by which me may s o l v e  for  t h e  v a r i a b l e ,  D. 
o r d e r  to  d o  so, however, a new optical r e c o r d i n g  arrangement  must be used .  In  t h i s  
case, two a n g u l a r l y  d i s t i n c t  r e f e r e n c e  beams a r e  used s e q u e n t i a l l y  i n  t h e  double- 
exposure  r e c o r d i n g  process - r e f e r e n c e  beam ?I1 for  t h e  f i r s t  exposure  t h e n  r e f e r e n c e  
beam #2 for  t h e  second exposure  a f t e r  t h e  o b j e c t  is  stressed. Upon r e c o n s t r u c t i o n  
r e f e r e n c e  #1 r e c o n s t r u c t s  t h e  f i r s t  o b j e c t  wavef ront  and r e f e r e n c e  #2 r e c o n s t r u c t s  
t h e  second. 

I n  

Heterodyne Recording 

REFERENCE 
BEAM # I  

REFERENCE 
BEAM #2  
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This f igure  i l l u s t r a t e s  the recording and playback setup which would be used to  
perform H H I  con touring. 

Contouring Using HHI 
REFERENCE #1 

0 BEAM 
SPLllTER 
\ 

) DETECTORS 
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Once exposed and developed, t h e  double exposure,  dual  r e fe rence  beam hologram 
may be analyzed e i t h e r  by the  quasi-heterodyne o r  heterodyne readout  process .  The 
Q-HHI process  r e q u i r e s  a d i g i t a l  image processing system t o  perform some a r i t h m e t i c  
ope ra t ions  on t h e  i n t e r f e r e n c e  images. A phase s h i f t e r  (optical de l ay )  is placed i n  
one of t h e  r e fe rence  beams and is  used t o  s h i f t  t h e  p o s i t i o n  of t he  f r i n g e s .  

To perform the  a n a l y s i s ,  a homodyne image is viewed by the  video camera and 
recorded i n  t h e  d i g i t a l  image processor .  Subsequently, a phase s h i f t  is imposed i n  
one r e fe rence  beam and a second image is recorded. Af te r  a second phase s h i f t ,  a 
t h i r d  image is recorded. A t  any po in t ,  the i n t e n s i t y  of t h e  image i n  the  th ree  video 
images may be represented  r e s p e c t i v e l y  by the t h r e e  equat ions  shown. N o t e  t h a t  t h e s e  
equat ions  are e s s e n t i a l l y  the  same as the  homodyne equat ions  wi th  the  add i t ion  of a 
phase term con t r ibu ted  by the  phase s h i f t e r .  Since these  phase terms are known, one 
is l e f t  w i th  a system of t h r e e  equat ions i n  t h r e e  unknowns which can be solved 
d i r e c t l y  f o r  D. 

(2 u a s i-H ete rodyn e 

It = 

I, = 

13 = 

I [ 1 +C sin (2kD t A@J] 
0 



The r e s u l t  of t h e  s imultaneous s o l u t i o n  invo lv ing  t h e  t h r e e  images is i t s e l f  an 
image whose p ixe l  i n t e n s i t y  is a func t ion  of e l e v a t i o n  o r  displacement  ( l e f t ) .  
A l t e r n a t i v e l y ,  the d a t a  may be d i sp layed  i n  p e r s p e c t i v e  ( r i g h t ) .  

Wear Contours 
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HHI r e a d o u t  r e q u i r e s  t h a t  a frequency s h i f t e r  be i n s e r t e d  i n t o  one of t h e  
r e f e r e n c e  beams. Typica l  s h i f t  va lues  are 100 kHz and may be o b t a i n e d  w i t h  a 
combinat ion of Bragg cel l  modulators .  The r e s u l t i n g  image i n t e n s i t y  f l u c t u a t e s  
s i n u s o i d a l l y  w i t h  t i m e  a t  t h e  s h i f t  frequency. While a l l  image p o i n t s  v a r y  i n  i n -  
t e n s i t y  a t  the same f requency ,  t h e  phase  a t  which t h e  f l u c t u a t i o n s  t a k e  place is  a 
f u n c t i o n  of local s u r f a c e  d isp lacement  or contour  (D) as shown i n  t h e  e q u a t i o n .  

SHIRER 

I = I,[ I +Csin(Awt +2kD)] 
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An image d i s s e c t o r  camera or a t r a n s l a t a b l e  s ing le -po in t  d e t e c t o r  is placed i n  
By comparing the  phase of t h e  i n t e n s i t y  the output  plane of the  in t e r f e romete r .  

f l u c t u a t i o n s  a t  each p o i n t  wi th  the  phase a t  some image r e fe rence  p o i n t ,  t h e  d i s -  
placement, D, (o r  contour)  may be d i r e c t l y  measured independent of f r i n g e  c o n t r a s t  or 
s p a t i a l  v a r i a t i o n s  i n  o b j e c t  i n t e n s i t y .  If an e l e c t r o n i c  phase meter is used whQise 
accuracy is 0.360 degrees ,  f o r  example, it is clear t h a t  one should be a b l e  t o  mea- 
s u r e  displacements t o  1/1000 of a f r inge !  ( A t  t h i s  p o i n t  one begins  t o  encounter  
some secondary s p a t i a l  no i se  e f f e c t s  which may l i m i t  t h e  c e r t a i n t y  of such 
measurements . I  

The f r i n g e s  drawn i n  t h i s  f i g u r e  are t h e r e  f o r  r e fe rence  t o  the  homodyne image. 
In heterodyning,  t he  f r i n g e s  "move" a t  the  s h i f t  frequency and are n o t  seen.  

1 
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Contour map of a s e c t i o n  of the  spoon shaped object showing a wear gouge running 

The a c t u a l  o p t i c a l  pa th  length  d i f f e rence  r e s o l u t i o n  obtained dur ing  t h i s  

down the  c e n t e r  is shown. N o t e  t h a t  t he  apparent ly  poor r e s o l u t i o n  is t h e  i n a b i l i t y  
t o  " d e s e n s i t i z e "  holographic  f r i n g e s  by the double r e f r a c t i v e  index contouring tech- 
nique.  
experiment w a s  about  3 Angstroms. 

Wear Contours A 
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T h i s  HHI map of an a c o u s t i c  s u r f a c e  wave propagat ing ac ross  an aluminum specimen 
demonstrates the a b i l i t y  t o  record and analyze high-speed, t r a n s i e n t  phenomena. 
record ing  t i m e  was 9 nanoseconds. 

The 
OPD r e s o l u t i o n  w a s  9 Angstroms. 

Surface Acoustic Wavefront 

T 
1 

0 . 5 ~  
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S e v e r a l  advantages  are l i s t e d .  Machine i n t e r p r e t a b i l i t y  is unique t o  Q-HHI and 
H H I  and h o l d s  promise f o r  machine v i s i o n  and i n t e l l i g e n t  p r o c e s s i n g  ( A I ) .  

Advantages 

N o  ncon tucting 

Very high out-of-plane resolution and 
dynamic range 

Full field meusurement and display 

Machine interpretable 



These l i m i t a t i o n s  r e p r e s e n t  c u r r e n t  s tate of t h e  a r t  i n  HHI and are -- n o t  physical 
l i m i t s .  Indeed t h e y  r e p r e s e n t  two of t h e  c h a l l e n g e s  b e i n g  a d d r e s s e d  by t h e  t h r u s t  of 
our c u r r e n t  r e s e a r c h  a c t i v i t i e s .  

Li m i tu t i o n s 

Highest resolution requires long analysis time 
and high reudout system stability 

Relatively poor (25-1OO~m) luterul resolution 
compared with out-of-plane resolution 
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